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Weld qualification test report

Report number LP26-1550-02 WPWQ
Customer AERISON PTY LTD
this report
Address 51 Miguel Road Bibra Lake WA Australia 6163
Requested by Paul Thariyan
Purchase Order 59044.914 - WOR-PR-0159
Test activity dates 18/06/2026
Description Welding procedure qualification testing
Identification LP26-1550-02
WPQR No. AGE-WPQR-BW012
Welders name Can Huang
Welders ID 706
Material shape Plate to plate
Joint type Butt weld - single V
Thickness T1: 6 mm T2: 6 mm
Weld process FCAW (Position 1G)
Material Grade AS/NZS 3678 Grade 350L0
Material Heat No. V66139FD38465502
Test results Refer to the followi ry and details on the following pages.
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A Accredited for compliance with
NATA ISO/IEC 17025-Testing
N Issue date : 18/06/2026
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Refer to the following pages for details of test conducted and Signatories.
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